
U. S. Coast Guard Equipment List
ALL EQUIPMENT LISTED BELOW IS USCG ACCEPTED AND MAY BE USED AS LONG AS IN GOOD AND SERVICEABLE CONDITION

"Approved" items are approved for manufacture - "Former May Use" items are no longer manufactured

164.006 Deck Coverings

CROSSFIELD PRODUCTS CORP      140 VALLEY RD   ROSELLE PARK NJ 07204 

164.006/0023/0 "DEX-O-MAGNABOND NO. 1" mastic & magnesite mtg. A-15 w/ 1/4" DEX-O-TEX Subc     ote No. 1 underlay +APPROVED

164.006/0058/0 "DEX-O-TEX MAGNABOND NO. 1" mastic & mag. w/ 1  /4" DEX-O-TEX Subcote No. 1      underlay + 1-1/2" "IAPPROVED

164.006/0059/0 "DEX-O-TEX MAGNABOND NO. 1" mastic & mag. mtg. A-30 w/ 1/4" DEX-O-TEX Subco     te No. 1 underlay +APPROVED

E. H. O'NEILL CO, INC.      1405 CHIPPENDALE ROAD   LUTHERVILLE MD 21093 

164.006/0050/0 "Insulite 1", perlite aggregate oxychloride cement deck covering approved       as meeting A-15 requirements in a APPROVED

164.006/0056/0 "Insulite II" magnesite deck covering.  Meets Class A-60 requirements in a      1 1/2" (38 mm) min. thickness andAPPROVED

164.006/0061/0 "Insulite I" oxychloride cement deck covering.  Approved as meeting class       A-60 requirements in 1-1/2" over 1APPROVED

HUBBELITE INTERNATIONAL, INC.      438 DIVISION STREET   SEWICKLEY PA 15143 

164.006/0060/0 "Hubbelite" magnesite deck covering, approved for use without other             insulating material as meeting class APPROVED

LATICRETE INTERNATIONAL INC      1 LATICRETE PARK NORTH   BETHANY CT 06525 

164.006/0062/0 composite deck covering meeting A-30 with 1" thick Insulating Underlayment      No. 268 plus 1/4" thick Ship DeAPPROVED

POLYSPEC MARINE PRODUCTS CORP.      6614 GANT ROAD   HOUSTON TX 77066 

164.006/0002/0 "SELBALITH" magnesite deck covering, 1-1/2" thick.APPROVED

164.006/0052/0 "Selbalith 7K-FR" magnesium oxycnloric cement type deck covering, approved      as meeting Class A-60 requireAPPROVED

164.006/0063/0 "Selbalith 7K" magnesite over 6.35 mm max."Selbagrip" bonding medium.           Approved as meeting A-60 criteAPPROVED
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